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可靠度测试报告 

RELIABILITY TEST REPORT 

Applicant / Department：QA 

Product：S3M 

Testing item ： Moisture Sensitivity Level 1 Condition Test 

Application Date ：2024.05.12 Package/pin Count：SMC 

Test Method： J-STD-020 Date Finished：2024.05.25 

Failure Criteria： For Electrical Standard  

 

 

TEST RESULT: 

ITEM SAMPLE SIZE Test  Flow Result 

MSL Test 22 pcs 

1. Initial Electrical  Test  Pass 

2. Initial Visual inspection Pass 

3. Bake：125℃ 24hrs 

4. Soaking：85℃ 85%RH 168 hrs 

5. IR Reflow：260 +0/-5℃ 3 Cycles 

Pass 

6. Final Electrical Test Pass 

7. Final Visual inspection Pass 
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